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MAGICRETE BUILDING SOLUTIONS PW. LTD

101, Ritz Square, Nr. Narmad Library,

Ghod Dod Road, Surat, Gujrat - 395007
TEST REPORT ON VOLATILE CONTEN.T

Source of Sample : Sample supplied by the customer

Number of samples Tested : 01 (One only).

Condition of sample : Satisfactory

Customer's Reference : Request dated 09.01.2024

Lab Reference Number : 2O24lJAN/04625-t
Date of Receipt i 09.0t.2024
Period of Test : t5.Ot.2024to 1,6.0t.2024

Technical Reference : ASTM D2369-2020

TEST RESULTS:

# As furnished by the customer.

Note: 1. The results relate only to the items tested.
2. Report shall not be reproduced except in full, without the written approval of the lab

3. Any correction invalidates this report.
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Sl. No. Product Name# Test Result, (%) Test Result, (Clkgl

t TA Standard + Type:1 0.04 0.4

2 TA Elite, Type-2 0.05 0.5

3 TA Premium, Type-3 0.06 0.6

4 TA Ultima, Type- 0.06 0.6

5 Epoxy Grout, EG -200 1,.126 11,.26

6 TA Super Flex Type-S 1.092 1.O.92
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